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Panel 1: (1 coat Sportive Primer
- friction acc.
- resistance to wear acc.
- specular gloos acc.

Panel 2: (1 coat Sportive Primer
- friction acc.

Section 55150 "Sports surfaces, sports facil i t ies"

Building: Pfaffenwaldring 49
70569 Stuttgart

Your contact person: Dipl.-lng. Hans-Peter
Knauf

Phone: +49 71 1 685 - 63379 (-63370; - 63359)

Telefax:  +49711 685- 62765

E-Mail: Hans-Peter.Knauf@po.uni-stuttgaft.de

Your reference:

Your message of:

Our reference:

StuttgarUdate

+ 2 coats of Sportive Finish Matt)

to EN 13036-4

to EN 5470-1(C10 wheels; 500 g load,

to EN 2813 (angle of incidence 85')

+ 2 coats of Sportive Finish Gloss)

to EN 13036-4

to EN 5470-1 (C10 wheels; 500 g load,

Mr. P. Johansson

1 0-06-2006

55150/901 1690-3/KflC

1 1 -07-2006

1000 cycles)

1000 cycles)

Please address ycur corrDsponcience io iv4ateriais 
'iesting

Institute University of Stuttgart only.

Subject:  Floor panels

Dear Sirs.

you commissioned us to carry out the following tests on coated panels:

- resistance to wear

Panel 3: (1 coated

- friction

with Sportive Finish

acc. to EN

+ maintained with Freshen UP)

13036-4

acc.

ln

in

the following table the results obtained are summerized and as a comparison the requirements
EN 14904 (mean values and allowed range) are tabulated.

ln compliance with DIN/lEC 17025 accredited Testing Lab. Accreditation Body recognized by DAP. Accreditation valid for testing methods (DAR-Reg.-
Nr DAP-P12907.99) listed in the certificates. Additional Accredit-ation granted in compliance with DIN EN ISO/IEC 17025 granted by DKD/PTB, XAn, ZIS
and cert i f icat ion on the basis of  DIN EN ISO 9001:2000 by the TUV. PUZ body approved by DlBt ,  body not i f ied to EU 0672 ind 1080.
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Panel-no. Test Procedure Test result Requirement acc. to EN 14904

1 frict ion acc. to EN 13036-4 8 1  ( + 4 / - 3 ) 80 -  110 (mean +f4 uni ts)

resistance to wear acc. to
EN ISO 5470-1 (C10 wheels,

500 g load, 1000 cycles)

5 4 m g l
1000cycles

coating and lacquers:
< 80 mg /1000 cycles

specular gloss acc. to
EN 13036-4 (angel of

incidence 85"

38 lacquered surfaces: < 45

2 fr ict ion acc. to EN 13036-4 8 7 ( + 3 1 - 2 1 80 -  110 (mean +f4 uni ts)

resistance to wear acc. to
EN ISO 5470-1 (C10 wheels,

500 g load, 1000 cycles)

6 9 m g /
1000cycles

coating and lacquers:
< 80 mg /1000 cycles

3 fr ict ion acc. to EN 13036-4 1 0 7 ( + 3 1 - 4 ) 80 - 1 10 (mean +/-4 units)

Yours sincerely,

Dipl . - lng.  Hans-Peter Knauf
Section Leader

MaterialprLlf ungsanstalt Universitat Stuttga rt
Pfaffenwaldring 32
70569 Stuttgart (Vaihingen)
USt.- lD-Nr.  DE 1 477 94196

Phone: +49 (0)71 1 685 -  0
Telefax: +49 (0)71 1 685 - 62635
I nternet: www. mpa. uni-stuttgart.de

BW-Bank Stuttgart / LBBW
Account No. 7 871 521 687 BLZ 600 501 01
IBAN: DES1 60050101 7871 521687
B lC/SW I FT-Code: SOLADESTXXX

)*- -


